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HEADWATERS CHARCOAL SPECIFICATIONS

GEOLOGY: Granite ASTM TESTING DATA:

COLORS: Greyish Black HEADWATERS CHARCOAL C97 water absorption: 0.05%
ASHLAR HEIGHTS: 2”7, 3", & 5.5” HEADWATERS CHARCOAL C97 density: 175.5 pcf
DRYSTACK HEIGHTS: 2”,3”, & 4” or 2”,4”, & 6” HEADWATERS CHARCOAL C97 specific gravity: 2.6 - 2.81
LENGTHS: Random HEADWATERS CHARCOAL C170 comp strength: 18,680 psi
THIN VENEER DEPTH: 3/4" — 1.75” HEADWATERS CHARCOAL C880 flexural strength:1,552 psi

THIN VENEER WEIGHT: 10 — 15lbs/sq ft
FLATS: 10/sq ft Box, 150/sq ft Pallets
CORNERS: 5/In ft Box, 100/In ft Crates
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